CHARLINE

Carateristicas técnicas

RESISTENCIA AO PILLING

RESISTENCIA A TRACGAQ

SERIES
S CHANEL LANCOME
LARGURA
WIDTH 140cm 140cm
PESO ) :
WEIGHT 620 gr/m 270gr/m
COMPOSICAO
sl 54% AC 48% PES 100% PES
TESTE DE MARTINDALE 50,000 RUBS +35,000 RUBS
MARTINDALE TEST 1SO 12947-2 1SO 12947-2
SOLIDEZ DA COR 4 5
COLOUR FASTNESS TEST 1SO 105 B02 1SO 105 B02
4/5 4
PILLING RESISTANCE 1SO 12945-2 1SO 12945-2
LENGT 4 LENGT 850N
> A TRA WIDTH 4 WIDTH 540N
S sy IS0 13934-1 1SO 13934-1
BS 5852: 1979 SOUR-
CE CIGARETTE TEST:
e ANDARD
BS 5852: 2006 SOUR- ST,
FRESTANDAR (& GARETTE TEST: NOT PASS
PASS
EN 1021-1 CIGARETTE
TEST
XARK® XAH®
LAVAR COM DETERGENTE LAVAR COM DETERGENTE
NEUTRO NEUTRO
WASH WITH A NEUTRAL WASH WITH A NEUTRAL
DETERGENT DETERGENT

NAO PASSAR A FERRO
DO NOT IRON

PASSAR A FERRO NA PARTE
TRASEIRA
IRONING AT THE BACK

MADAME

140cm

290 gr/m?

100% PES

+20,000 RUBS
1S0 12947-2

4
ISO 105 BOZ

4
ISO 12945-2

LENGT 4
WIDTH 4
1SO 13934-1

STANDARD
NOT PASS

NEUTRO

DETERGENT

DO NOT IRON

HAAHE®

LAVAR COM DETERGENTE

WASH WITH A NEUTRAL

NAO PASSAR A FERRO

140cm

300 gr/m?

100% PES

40,000 RUBS
1SO 12947-2

5
ISO 105 BO2

5
1S0O 12945-2

LENGT 4/5
WIDTH 4/5
1SO 13934-1

STANDARD
NOT PASS

WHAR[EE

LAVAR COM DETERGENTE
NEUTRO
WASH WITH A NEUTRAL
DETERGENT

PASSAR A FERRO NA PARTE
TRASEIRA
IRONING AT THE BACK



